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Boltzmann Approximation



The free electron density of states is modified by the effective mass. 
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Density of electrons in the conduction band
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Density of holes in the valence band 
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Density of holes in the valence band 
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Law of mass action
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For intrinsic semiconductors (no impurities)
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Intrinsic carrier concentration
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Chemical potential of an intrinsic semiconductor
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http://lampx.tugraz.at/~hadley/ss1/semiconductors/boltzmann.php


